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BREAKAGE ANALYSIS.

“Breakage analysis”

Understand why containers break. The programme links the strength of glass with fractography, so the origin and

cause of a failure can be identified and corrected.

Delivered at your plant or at our office, adapted to your audience and combining theory with practical examples.
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PROGRAMME CONTENTS.
Duration: 1.5 days – 12 hours.
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